
Duron Ontario Ltd 

         Duromastic System - Crack Reinforcement on Structural Concrete Slab 

Reemay 150 mm minimum to 

300 mm maximum width – 

(subject to random nature of 

cracking in slab)  

Polyester Reemay 2016 fabric  

centre over cracks/ construction  

joints 

 

Duron approved Primer & 1.6 (minimum) to 3.2 (maximum) mm thick hot 

applied membrane with Duron approved asphaltic bond sheet prior to 

Duron mastic application 


